Xw-BLOBAL xy Electronics Technology Co., Ltd

Inspection Report

Report No.: XYLA-150417

Inspection Date: 21™ May, 2015

Supplier: XY-GLOBAL Inspector: Leo
Inspection only for: Ins; ion Result:
PO. XYLA-150417  Item No. XY31PC027 PASS
Finished Sample Defect Acceptable
Description aty Siz'; s Defects Description Q’g:pt
XY31PC027 | 25000PCS 1% Opcs | Mo failure 25000pcs
inspection

Appearance Inspection :

Na failure,

Dimension Inspection:

No failure , below measurement report for reference.

Assembly Test:

Mo failure

Inspection Summary

The inspection sample plan is 100% inspection.
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High qualified surface treatment can make your parts perfect !!!




